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Automotive grade pearlescent pigments use various 

substrate includes natural mica, synthetic mica or 

borosilicate. Through fine classification which using 

the specially designed grinding machine, the delami-

nated 

mica flakes having optimal aspect ratio are obtained. 

The colorful effect depends on different metal oxides 

coated on the surface of classified mica flake substrate. 

Benefits from strict tests in the production process, the 

quality and stability of products is well ensured. 
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